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Physical Condition

Water

Water

Viicoiltyat40'C

Viscosltyat100°C

Rash

(M017/23/26) %welght 0.0163 0.0109 0.0167 0.0093 0.0083 0.0103 0.0055 0.0062 0.0039 0.0168
(M017/23/26) ppmfwrt) 163 109 167 93 83 103 55 62 39 168

(M002) <!8t|nm2/l 158 180 180 172 180 192 185 188 176 181

(M002) cSt[mm2/« 19.0 20. 1 20.0 19.8 21.2 19.7 21. 1 20.9 20.4 20.3

(MÖGT) degG 107 115 123 113 147 129 120 122 125 129

SpectrographicAnalysls

Iran (M019) ppm(wt) 16.6 47.8 30.0 30.4 24. 6 22. 1 22. 8 18.9 10. 1 15.5

Aluminium (M019) ppm(wt) 3.0 6.4 5.2 3.1 3.5 2.7 25 2.0 1.2 2.5

Chromlum (M019) ppm(wt) 5.5 7.8 7.9 5.8 5.9 5.6 4.9 4.0 2.3 4.3

Molybdenum (M019) ppm(wt) <0.1 0.7 <0. 1 <0.1 0.1 0.2 <0. 1 0. 1 <0.1

Gopper (M019) ppm(wt) 3.1 4.7 4.8 3.3 2.6 3.1 2.4 2.0 1.2 1.9
Lead (M019) ppm(wt)

Ttn (M019) ppm(wt) 0.8 1.4 1.0 0.7 0.6 0.6 0.5 0.5 0.3 0.4

Nickel (M019) ppm(wt) 1^ 2.4 2.8 3.1 2.3 1.6 1.4 1.7 1.1 1.5

Sllver (M019) ppm(wt) 0.9 0.1 0. 1 <0.1 <0.1 <0.1 <0.1 <0.1 0.1 <0.1

Vanadium (M019) ppm(wt) <0.1 <0. 1 0. 1 <0. 1 0.1 0.1 0.1 <0.1 0.1 0.1

Titanium (M019) ppm(wt) <0.1 0.1 0. 1 0.1 0.1 <0.1 <0.1 <0.1 <0.1 <0.1

Sllicon (M019) ppm(wt) 4 4 3 <1 2 17 12 9 9 6

Magnesium (M019) ppm(wt) 4.3 6.0 4.9 3.1 1.3 1.7 1.6 1.5 1.3 1.8
Zlnc (M019) ppm(wt) 2.7 4.6 3.5 2.1 1.6 2.3 2.1 2.0 1.0 1.4

SP o jer»
Opinionsand interpretations included in this report are outside the scope of UKAS/SAS accreditation.
Theyalidityofthisreportmaydependontheaccuracyofthe sample dätasuppiied.
Caution, this is an extract from the complete test results.
Reports , vith the same laboratory reference wisy [;ontain a ciifferent selection of tests.
All tesis sa-'iss out \r, ascordar. ce . f. itf ir, ftoi. se documented methods.
Results apply IG tne sa'nple äs rsceivea a;icl relate only to the item tested,
By authoritv o( A^ay Ma^hys. Laöoratory Manager. An SAS accrediteö testing laboratory No. STS 0579
'Speciro' ans 'Jsl-Ca'e' a's regis'ered Irademarl's and are used under liEence by Spestro Oil AG and Jet-Care International Inc.
Cop';righ!©°ala;e Inte'naiional Ltd. 2025
F216/1SS2A:V9.';88-.ler-RL-1095Z-61A-D-EJKU-ENGINE-P610-1634-N-79312.pdf
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